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NOTE:

1. THIS IS A ULTRA-HIGH VACUUM COMPONENT (UHV).

2. WHEN MACHINING VACUUM PARTS, USE OF SILICONE
AND SULPHUR-BASED CUTTING FLUIDS IS PROHIBITED.
USE ONE OF THE FOLLOWING:

A) CIMCOOL 5 STAR 49
B) TRIM SOL

3. ELECTROPOLISH, TO 63 MICROINCH RMS.
CLEAN PROCESS INVOLVING DEGREASING,
WASHING AND DRY NITROGEN BLOW DOWN
BEFORE ELECTROPOLISHING.

3. ALL DIMENSIONS IN [ ] ARE MILLIMETERS AND
ARE FOR REFERENCE ONLY.
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